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625 Spice Island Dr. 

Building 1, Unit A 

Sparks, Nevada 89431 

702 (359-9330)

BC
BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31492.4 ( COMPLETE REFERENCE INFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 27-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 An Gold 45 0.002 OPT Fire Assay
2 AU DUP GOLD DUPLICATE -150 0 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 45 2 -150 45 ASSAY PREP
SAMPLE PICKUP/MILE

45
1

REMARKS: FINAL REPORT
1AT GOLD (29.17G)

REPORT COPIES TO: MR. JIM BARRON-■ 
MR. ROD MCCLEOD

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
625 Spice I \land Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

REPORT: R89-31492.4 ( CO, PLETE ) 

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

ORDER ELEMENT 

1 Au Go 1 d 
2 AU DUP GOLD DUPLICATE -150 

SA PLE TYPES 

Z OTHER DRILL TYPES 

REMARKS: FINAL REPORT 

NUMBER 

45 

lAT GOLD (29.17G) 

~R . ROD ~CCLEOD 

BC 
BO DAR-CLEGG 

Geochemical 
Lab Report 

,\ Dl\1S10\: 0~ 1,CH( \PE I. SPl:CTIO'.\ &. Tl:STI\G SER\ ICES 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EX1RACTION 

45 
0 

0.002 OPT 
0.002 OPT 

SIZE FRACTIONS 

2 -150 

NU~BER 

45 

REFERENCE I~FO: NONE GIVEN 

SUBMITTED BY: BARRON 
DATE PRIN1ED: 27-SEP-89 

METHOD 

Fi re Assay 
Fire Assav 

SAMPLE PREPARATIONS NU~BER 

ASSAY PREP 
SAMPI.E PICKUP/MII.E 

45 
1 
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Geochemical 
Lab Report

Bondar-Clegg, Inc.
625 Spice Island Dr. 

Building 1, Unit A 

Sparks, Nevada 89431 

702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRIMED; 2/-SEP 89
REPORT: R89-31492.4 PROJECT: NONE GIVEN PAGE 1

SAMPLE ELEMENT Au AU 0UP SAMPLE ELEMENT Au AU 0UP
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

12 R89-570 300-305 0.004 12 R89-570 480-485 0.007
12 R89-570 305-310 0.002 12 R89-570 485-490 0.012
12 R89-570 310-315 <0.002 12 R89-570 490-495 0.010

DUPLICATE 12 R89-5/0 495-500 0.014
12 R89-570 315-320 <0.002 Z2 R89-570 500-505 0.009

12 R89-570 320-325 0.002 22 R89-5/0 505-510 0.013
22 R89-570 325-330 0.005 12 R89-570 510-515 0.010
12 R89-570 330-335 0.013 22 R89-570 515-520 0.008
12 R89-570 335-340 0.00/ 12 R89-570 520-525 0.007 - - - - - - - '
12 R89-570 340-345 0.003

12 R89-570 345-350 0.003
12 R89-570 350-355 0.008
22 R89-570 355-360 0.006
12 R89-570 360-365 0.011

DUPLICATE

12 R89-570 365-370 0.011
12 R89-570 370-375 0.014
22 R89-570 375-380 0.007
12 R89-570 380-385 0.004
12 R89-570 385-390 0.006

12 R89-570 390-395 0.004
22 R89-570 395-400 0.004
12 R89-570 400-405 0.003
22 R89-570 405-410 0.005
22 R89-5/0 410-415 0.011

22 R89-570 415-420 0.007
12 R89-570 420-425 0.007

DUPLICATE
12 R89-570 425-430 0.008
12 R89-570 430-435 0.015

22 R89-570 435-440 0.009 
22 R89-570 440-445 0.006 
12 R89-570 445-450 0.012 
12 R89-570 450-455 0.008 
12 R89-570 455-460 0.007

r71 \\r I] 7! CTj 71 f
! i i cj I j u cJ d tJ; fl

& ! SB22 R89-570 460-465 0.006
22 R89-570 465-470 0.005
22 R89-570 470-475 0.011

DUPLICATE
12 R89-570 475-480 0.010

.03 DMIHIM MHOA8

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, evada 89431 
702 (359-9330) 

REPORT: R89-31492.4 

SAMPLE ELEMENT 
NUMBER UN ITS 

Z2 R89-570 300-305 
22 R89-570 305-310 
Z2 R89-570 310-315 

DUPLICATE 
Z2 R89-570 315-320 

22 R89-570 320-325 
Z2 R89-570 325-330 
Z2 R89-570 330-335 
22 R89-570 335-340 
Z2 R89-570 340-345 

Z2 R89-570 345-350 
22 R89-570 350-355 
Z2 R89-570 355-360 
Z2 R89-570 360-365 

DUPLICATE 

Z2 R89-570 365-370 
Z2 R89-570 370-375 
Z2 R89-570 375-380 
Z2 R89-570 380-385 
22 R89-570 385-j90 

Z2 R89-570 390-395 
22 R89-570 395-400 
Z2 R89-570 400-405 
Z2 R89-570 405-410 
Z2 R89-570 410-415 

22 R89-570 415-420 
Z2 R89-570 420-425 

DUPLICATE 
Z2 R89-570 425-430 
Z2 R89-570 430-435 

Z2 R89-570 435-440 
Z2 R89-570 440-445 
Z2 R89-570 445-450 
Z2 R89-570 450-455 
Z2 R89-570 455-460 

Z2 R89-570 460-465 
Z2 R89-570 465-470 
22 R89-570 470-475 

DUPLICATE 
Z2 R89-570 475-480 

Au 
OPT 

0.004 
0.002 

<0.002 
~ 
<0.00:l 

0.002 
0.00~ 
0.013 
0.00/ 
0.003 

0.003 
0.008 
0.006 
0.011 
~ 

0.011 
0.014 
0.007 
0.004 
0.006 

0.004 
0.004 
0.003 
0.005 
0.011 

0.007 
0.007 

+.ooa-
0.008 
0.015 

0.009 
0.006 
0.012 
0.008 
0.007 

0.006 
0.005 
0.011 

-+.m 
0.010 

BC 
BONDAR-CLEGG 

A Dl\'1S10\ OF l'.'>CHC \PE 1:--J PECTIO\ &. TESTl'-G SER\'ICES 

AU DUP SAMPLE EL EMfNT 
OP T NUrlBER UNITS 

Z2 R89-570 480-485 
Z2 R89-570 485-490 
Z2 R89-570 490-495 
Z2 R89-5/0 495-500 
Z2 R89-570 500-50~ 

Z2 R89-5/0 505-510 
Z2 R89-570 510-515 
22 R89-570 515-520 
Z2 R89-570 520-52~ 

Au 
OPT 

0.007 
0.012 
0.010 
0.014 
0.009 

0.013 
0.010 
0. 008 
0.007 

Geochemical 
Lab Report 

PAGE 1 

AU DUP 
OPT 

~ 

-
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BONDARCLEGG

BROHM MINING CORPORATION 
MR. JIM BARRON 
PO BOX 485
DEADWOOD, SOUTH DAKOTA 
57732

Bondar-Clegg, Inc.
625 Spice Island Dr. 

Building 1, Unit A 

Sparks, Nevada 89431 

702 (359-9330)

Invoice : R076489, Page 1

Date : 26-SEP-89

Report No: R89-31492.4 
Project : NONE GIVEN 
Refe rence: BROHM

45 Analyses of Gold 
Subtotal

Sample Preparation
45 Samples of ASSAY PREP 
1 Sample of SAMPLE PICKUP/MILE 

Subtotal

Miscellaneous Charges
4% S.D. state sales tax 
2% Deadwood city sales tax 

Subtotal

at S 7.00 $ 
$

at $ 3.00 $ 
at $12.00 $ 

$

$
$
$

315.00
315.00

135.00
12.00

147.00

5.88
2.94
8.82

$ 315.00

$ 147.00

Invoice Total

$ 8.82 

$ 470.82 U.S.

t <
t v j i

* -• « ,i ' > V; %\ *4 jf \t
\ :<*£&****•'*»*. 1| appbc'—o fob pavb&
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~ - •> <*&£&*****EBOKSS COBP.
V.-wr"--- ' i

113104 Acsi Code ) 00*027
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

l

BROffil MINI.t'G CORPORATION 
MR. JI 1 BARRON 
PO BOX 485 
DEADWOOD, SOUTH DAKOTA 
57732 

45 Analvses of Gold 
Subtotal 

Sample Preparation 
45 Samples of ASSAY PREP 

at 

at 

Invoice R076489, Page 1 

Date 26-~EP-89 

Report No: R89-31492.4 
Proie t NONE GI 7EN 
Reference: BROHM 

s 7.00 $ 315.00 
$ 315.00 $ 315.00 

$ 3.00 s 135.00 

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 

Sparks, Nevada 89431 
702 (359-9330) 

J Sample of SAMPLE PICKUP/,HLE at s12.00 s 12.00 
Subtotal $ 147.00 

Miscellaneous Charges 
4% s.o. state sales tax s 5.88 
2% Deadwood city 

Subtotal 

.\ f )~~ .I• 

I 
~- ... 

:-' "· · 

sales tax $ 2.94 
$ 8.82 

Invoice Total: 

-~---

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

$ 147.00 

s 8.82 

s 470.82 U.S. 
--------------
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Geochemical
Lab Report

Bon'Vr-Clegg, Inc.
1298o W&t Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

I

BONDAR-CLEGG

REPORT: D89-31491.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 29-SEP-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Saiple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: HR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bo -Clegg, Inc. 
129 Wi t Ceciar Dr. 
Lakewood, Colorado 80228 
(303) 989-14-04 

' .. ' 

REPORT: D89-31491.4 < CO!tPLETE) 

CLIENT: BROHfl "IMIMG CORP. 
PROJECT: NOHE LISTED 

ORDER 

1 Au 

ELE"EMT 

Gold 

SA~LE TYPES 

D DRILL CORE 

NUl'IBER 

o0 

RE"ARKS: Final results are reported. 

REPORT COPIES TO: "R. JI" BARRON 
"R. JI" BARROM 

BC 
BONDAR-CLEGG 

NU"BER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

o0 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HutlBER 

o0 

Geochemical 
Lab Report 

REFERENCE INFO: HONE LISTED 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 29-SEP-89 

~THOD 

Fire Assay 

SA~LE PREPARATIONS HU"BER 

Assay Prep 
Saaple Pickup 

o0 
1 

INVOICE TO: "R. JI" BARROM 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12986 Wbst Cdlar Dr.
Lakewood, Colorado 80228
(303)989-1404

BC
BONDAR-CLEGG

REPORT: D89-31491.4
PATE PRINTED: 29-SEP-89_ _ _ _ _ _ _ _ _ _
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-570 0-5 0.003 D2 R89-570 200-205 0.008
D2 R89-570 5-10 0.002 D2 R89-570 205-210 0.004
D2 R89-570 10-15 <0.002 j .00 »s R89-570 eio-ais

<0.002
D2 R89-570 15-20 <0.002 D2 R89-570 215-220 0.008
D2 R89-570 20-25 <0.002 D2 R89-570 220-225 0.007

D2 R89-570 25-30 0.004 02 R89-570 225-230 0.008
02 R89-570 30-35 <0.002 02 R89-570 230-235 0.005
02 R89-570 35-40 <0.002 02 R89-570 235-240 <0.002
02 R83-570 40-45 <0.002 02 R89-570 240-245 0.004
02 R89-570 45-50 0.017 02 R89-570 245-250 0.003

02 R89-570 50-55 <0.002 02 R89-570 250-255 0.006
02 R89-570 55-60 0.002 02 R89-570 255-260 0.006
02 R89-570 60-65 0.002 02 R89-570 260-265 0.008
02 R89-570 65-70 <0.002 02 R89-570 265-270 0.010
02 R89-570 70-75 0.006 02 R89-570 270-275 0.002

02 R89-570 75-80 0.003 02 R89-570 275-280 0.005
02 R89-570 80-85 0.002 02 R89-570 280-285 0.004
02 R89-570 85-90 0.002 02 R89-570 285-290 0.004
02 R89-570 90-95 <0.002 02 R89-570 290-295 0.005
02 R89-570 95-100 0.003 02 R89-570 295-300 0.003

02 R89-570 100-105 0.002
02 R89-570 105-110 <0.002
02 R89-570 110-115 <0.002
02 R89-570 115-120 0.007
02 R89-570 120-125 0.010

02 R89-570 125-130 0.004
02 R89-570 130-135 <0.002
02 R89-570 135-140 <0.002
D2 R89-570 140-145 0.005
02 R89-570 145-150 0.003

02 R89-570 150-155 0.006
02 R89-570 155-160 0.005
02 R89-570 160-165 0.005
02 R89-570 165-170 <0.002
02 R89-570 170-175 0.005

02 R89-570 175-180 0.003
02 R89-570 180-185 0.003
02 R89-570 185-190 0.006
02 R89-570 190-195 0.008
02 R89-570 195-200 0.008

.,f ,.,_- .... 

Bondar-Clegg, Inc. 
129 'M!s!Ci Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31491.4 

SAIIPLE ELE"EHT 
HUIIBER UNITS 

D2 R89-570 0-5 
D2 R89-570 5-10 
D2 R89-570 10-15 
D2 R89-570 15-20 
D2 R89-570 20-25 

D2 R89-570 25-30 
D2 R89-570 30-35 
D2 R89-570 35-40 
D2 R89-570 40-45 
D2 R89-570 45-50 

D2 R89-570 50-55 
D2 R89-570 55-60 
D2 R89-570 60-65 
D2 R89-570 65-70 
D2 R89-570 70-75 

D2 R89-570 75-80 
D2 R89-570 80-85 
D2 R89-570 85-90 
D2 R89-570 90-95 
D2 R89-570 95-100 

D2 R89-570 100-105 
D2 R89-570 105-110 
D2 R89-570 110-115 
D2 R89-570 115-120 
D2 R89-570 120-125 

D2 R89-570 125-130 
D2 R89-570 130-135 
D2 R89-570 135-140 
D2 R89-570 140-145 
D2 R89-570 145-150 

D2 R89-570 150-155 
D2 R89-570 155-160 
D2 R89-570 160-165 
D2 R89-570 165-170 
D2 R89-570 170-175 

D2 R89-570 175-180 
D2 R89-570 180-185 
D2 R89-570 185-190 
D2 R89-S70 190-195 
D2 R89-570 195-200 

Au 
OPT 

0.003 
0.002 

(0.002 
(0.002 
(0.002 

0.004 
(0.002 
(0.002 
(0.002 
0.017 

(0.002 
0.002 
0.002 

(0.002 
0.006 

0.003 
0.002 
0.002 

(0.002 
0.003 

0.002 
(0.002 
(0.002 
0.007 
0.010 

0.004 
(0.002 
(0,002 
0.005 
0.003 

0.006 
0.005 
0.005 

(0.002 
0,005 

0.003 
0.003 
0.006 
0.008 
0.008 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

DATE PRINTED: 29-SEP-89 
I PROJECT: NOHE LISTED PAGE 1 

SAPIPLE ELE"EHT Au 
HU"BER UNITS OPT 

D2 R89-570 200-205 0.008 
D2 R89-570 205-210 0.004 

• 2 a9-s10 210-a1s (0.002 
D2 R89-570 215-~e() 0.006 
D2 89- 0.007 

D2 R89-570 225-230 0.008 
D2 R89-570 230-235 0.005 
D2 R89-570 235-240 (0.002 
D2 R89-570 240-245 0.004 
D2 R89-570 245-250 0.003 

D2 R89-570 250-255 0.006 
D2 R89-570 255-260 0.006 
D2 R89-570 260-265 0.008 
D2 R89-570 265-270 0.010 
D2 R89-570 270-275 0.002 

D2 R89-570 275-280 0.005 
D2 R89-570 280-285 0.004 
D2 R89-570 285-290 0.004 
D2 R89-570 290-295 0.005 
D2 R89-570 295-300 0.003 ~ 
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BONDAR-CUGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BRGHM MI NINO CORP. 
MR. JIM BARRON 
P.O. BOX 405 
DEADWOOD, sd 
57732

Invoice s DOi5320, Page 1 

Date 8 30-SEP—89

Report Nos 
Project s 
Re f erence8

009-31491.4 
NONE LISTED 
NONE LISTED

60 Analyse® of Gold 
Subtotal

at % 7.00 t 
$

4120.00
4HO.00 $ 420.00

Sample Pro para tion
SO Samples of Assay P 

1 Sample of Sample P 
Subtotal

re p 
ickup

at
at

$ 3.00 $
$12.00 $

%

ISO. 00 
12. 00 

192.00 $ 192.00

Hiscellaneous Charges
4% S.D« state sales tax 
B% Deadwood city sales 

Subtotal
tax

%
%
%

7.6 a
3. 8 4

11. 52 $ 11.52

Invoice Tote\ 1 8 % GS. 3.52

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

) , 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 
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Geochemical
Lab Report

/ *
Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1401

BONDAR-CLEGG

REPORT: D89-31494.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 30-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 28 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 28 2 -150 28 Assay Prep 28
Excessive Wetness &16
Sanple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

' t Bondar-Clegg, Inc. 
12980 \\bit Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

' '-

REPORT: D89-31494.4 ( CO"PLETE > 

CLIENT: BROH" "IMING CORP. 
PROJECT: HOME LISTED 

ORDER 

1 Au 

ELEJ!EHT 

Gold 

SA"PLE TYPES 

D DRILL CORE 

NU"BER 

28 

REJ!ARKS: Final results are reported. 

REPORT COPIES TO: "R. JI" BARRON 
PIK .111'1 KU•R"N 

BC 
BONDAR-CI EGG 

NU"BER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

28 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NU"BER 

28 

Geochemical 
Lab Report 

REFERENCE INFO: HONE LISTED 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 30-SEP-89 

~THOD 

Fire Assay 

SA"PLE PREPARATIONS NU"BER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

28 
616 

1 

INVOICE TO: "R. JI" BARROM 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

REPORT: D89-31494.4

BONDAR-CLEGG

93611 T3tj

Geochemical
Lab Report

DftTF PRINTED: 30-SFP-M_ _ _ _ _ _ _ _ _ _
PROJECT: HONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-570-525-530 0.007
D2 R89-570-530-535 0.003
D2 R89-570-535-540 0.014
D2 R89-570-540-545 0.004
D2 R89-570-545-550 0.021

D2 R89-570-550-555 0.016
D2 R89-570-555-560 0.007
D2 R89-570-560-565 0.016
D2 R89-570-565-570 0.016
D2 R89-570-570-575 0.003

D2 R89-570-575-580 0.002
D2 R89-570-580-585 0.009
D2 R89-570-585-590 <0.002
D2 R89-570-590-595 0.004
D2 R89-570-595-600 (0.002

D2 R89-570-600-605 0.005
D2 R89-570-605-610 0.003
D2 R89-570-610-615 0.002
D2 RB9-570-615-620 0.002
D2 R89-570-620-625 0.002

D2 R89-570-625-630 0.003
D2 R89-570-630-635 0.004
D2 R89-570-635-640 0.003
D2 R89-570-640-645 0.005
D2 R89-570-645-650 0.007

D2 R89-570-650-655 (0.002
D2 R89-570-655-660 0.006
D2 R89-570-660-665 0.009

;. . \ ,~ . 
Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31494.4 

SA"PLE ELE"ENT 
MU"BER UNITS 

D2 R89-570-525-530 
D2 R89-570-530-535 
D2 R89-570-535-540 
D2 R89-570-540-54S 
D2 R89-570-545-550 

D2 R89-570-550-555 
D2 R89-570-555-560 
D2 R89-570-560-565 
D2 R89-570-565-570 
D2 R89-570-570-575 

D2 R89-570-575-580 
D2 R89-570-580-585 
D2 R89-570-585-590 
D2 R89-570-590-595 
D2 R89-570-595-600 

D2 R89-570-600-605 
D2 R89-570-605-610 
D2 R89-570-610-615 
D2 R89-570-615-620 
D2 R89-570-620-625 

D2 R89-570-625-630 
D2 R89-570-630-635 
D2 R89-570-635-640 
D2 R89-570-640-645 
D2 R89-570-645-650 

D2 R89-570-650-655 
D2 R89-570-655-660 
D2 R89-570-660-665 

Au 
OPT 

0.007 
0.003 
0.014 
0.004 
0.021 

0.016 
0.007 
0.016 
0.016 
0.003 

0.002 
0.009 

(0.002 
0.004 

(0.002 

0.005 
0.003 
0.002 
0.002 
0.002 

0.003 
0.004 
0.003 
0.005 
0.007 

(0.002 
0.006 
0.009 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BROHM MINING GORP 
MR. JIM BARRON 
P.O. BOX 465

Invoice s 1)015353, Parse 1 

Date 5 30—SEP~89

DCADWOOD, SD
57732

R e p o r t- Nos D 8 9—3 i 4 9 44
Project s NONE LISTED
Ref evence s N0Nf: LISTE1)

28 Anal, yses o f Gold at $ 7.00 % 196.00
Sub tot a 3. fl> 196.00 $ 196.00

8 a m p .1 e P v e p a r a t i o n
28 Samples of Assay Prep at % 3.. 00 * 84.00

616 Samples of Excessive Wetness at $ 0.20 % 123.20
1 Sample of Sample Pickup at i> i 2.00 f> 12. 00

Subtota 1 % 219.20 * 219.20

Mi see 11 aneaus Ch a r t|es
4% S.D» state sales tax % 0« 4 6
2 X Be a dwoo d c i 1: y s a 1 e s t a x % 0. 24

Subtotal % 0.72 $ 0.72

1nvoice Totals * 415.92 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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